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A series of novel surfactants on the basis of pentaerythritol derivatives and 3,3-disubstituted
oxetanes basis was synthesized. Among other substances, a nonionic peroxy surfactant
containing a polyethylene glycol fragment was prepared by the interaction of bromo
dihydroperoxide (a pentaerythritol derivative) with polyethylene glycol methyl ether. The
consequent transformations of 2,2-di[(tert-butylperoxy)methyl]propan-1,3-diol, through
the stages of the formation of dimaleate with the participation of two hydroxyl groups, the
formation of acyl dichloride and a further reaction with polyethylene glycol, yields a goal
peroxy surface-active monomer belonging to asymmetric esters of maleic acid. A nonionic
surfactant containing a residual of higher fatty acid and a polyethylene glycol fragment
was prepared by the esterification of a dihydroxy substituted oxetane with oleic acid and
the subsequent oxetane ring opening of the obtained monoethylated polyethylene glycol
diester. The effects of the reaction conditions on the yield and the composition of interaction
products were investigated. The dependences of the surface tension of aqueous solutions
of the obtained surfactants on their concentrations were established; the values of critical
micelle concentrations were determined.
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Introduction

Today the surfactants are of increasing
importance in biology, medicine, technics, etc. A
number of relevant surfactants have been consumed
intensively for the production of novel curing agents
[1], contemporary composites and nanomaterials [2].

The properties of such composites are associated
with microheterogeneity of their structure and
determined by the processes occurring at an interface
and the properties of formed interfacial layers [3].
Functional surface-active monomers and initiators,
i.e. parmers and inisurfs, are widely used to construct
interfacial layers and to influence in this way the
properties of composites. These compounds are
predominantly located at an interface due to their
surface activity and act as surfactants, which stabilizes
colloid systems. Owing to the existence of
corresponding functions, i.e. polymerizable C=C
bonds or an oxetane cycle as well as peroxy groups,
they can act as monomers or initiators in
polymerizations. This permits forming polymeric
layers with necessary functional groups directly at
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an interface.

So, there is a need for novel available functional
surfactants of different types (nonionic, cationic and
anionic) which contain polymerizable fragments and/
or initiator centers and can display a necessary surface
activity in a wide range of temperature, pH and ionic
strength of a medium [3].

Inisurfmers are a valuable group of surface-
active monomers; they are compounds which
simultaneously contain a polymerizable fragment and
an initiator center, predominantly a peroxy group,
able to generate free radicals in a given temperature
range. These functions can be located either in a
hydrophilic or in a hydrophobic block of a surfactant.

There are many literary sources concerning the
preparation and surface-activity of different
surfactants (including that with peroxy groups) and
offering the ways and methods for their application
[4—7].

We suggest that pentaerythritol derivatives, and
specifically functional 3,3-disubstituted oxetanes,
which are widely used in the organic synthesis [8]
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and can serve as perspective starting compounds for
the synthesis of novel polyfunctional surfactants. The
existent reactive centers in their molecules of different
nature permit obtaining various types of
polyfunctional compounds (monomers, initiators and
surfactants) due to the consequent transformations
with different reagents.

Result and discussion

Synthesis of surfactants

We earlier synthesized inisurfmers using
asymmetric esters of maleic acid derived from maleic
anhydride, including hydroxyperoxides and
polyethylene glycols which contain both an w-fert-
butylperoxy alkyl fragment as a hydrophobic moiety
and a polyethylene glycol chain of different lengths
as a hydrophobic one [9]. The physicochemical
properties of these compounds, especially solubility
and surface-activity, can be varied in a wide range
by altering the relationships between the lengths of
alkyl and polyethylene oxide substitutors.

The application of functional oxetanes as
starting materials may significantly widen the
possibilities of the construction of functional surface-
active monomers and initiators with the necessary
combination of colloid properties and reactivity.
Thus, Kropf and Torkler used the reaction of fert-
butyl hydroperoxide (TBHP) with 2,6-dioxaspiro-
[3.3]heptane and 3,3-bis(chloromethyl)oxetane to
prepare hydroxy mono- and diperoxides [10]. The
functional oxetanes which contain the primary
hydroxy groups and/or a reactive halide atom can
be easily obtained from pentaerythritol. So, starting
3-(bromomethyl)-3-(hydroxymethyl)oxetane (II) was
got from pentaerythritol according to the known
method [11] via two stages. At first, pentaerythrityl
dibromide (I) was obtained by the action of
hydrobromic acid on pentaerythritol; the further
dehydrogenation with sodium ethanolate gave
purposive oxetane (II) (Scheme 1).

The peroxy pentaerythritol derivatives, namely
peroxy oxetane (I1I), dihydroxybromoalkyl peroxide

(IV) and dihydroxy diperoxide (V), were obtained
according to the discribed method [10] by the
peroxidolysis of oxetane (II) with TBHP (Scheme 1).

Basic aluminium oxide was employed as a
catalyst. The interaction was carried out in
tetrahydrofuran at 20°C for 84—230 h in argon. The
course of the reaction was controlled by a thin-layer
chromatography (TLC).

Oxetane (II) contains three reactive centres in
the molecule (the bromomethyl and the
hydroxymethyl group as well as the oxetane cycle)
which are able to react with nucleophilic reagents.
TBHP exhibits strong nucleophility in a basic
medium, substitutes the bromide atom and
simultaneously opens the oxetane ring. The oxetane
(IT) hydroxyl does not interact with TBHP under
such conditions. Hence, hydroxyperoxide (III) is
formed owing to the reaction of TBHP with oxetane
(IT) and it is a product of the bromide atom
substitution; bromo dihydroxyperoxide (IV) is a
product of the oxetane ring opening; diperoxide (V)
is formed due to the reaction with both reactive
centers (Scheme 1).

The maximum content of hydroxyperoxide (I111)
in the reaction mixture reached 45% after 84 h. As
the duration of the reaction was extended up to 90—
100 h, the total peroxide (IIT) and (IV) contents in
the reaction mixture did not increase significantly;
an increase in the diperoxide (V) content was
observed. As the duration of the reaction was
subsequently extended to 230 h, the yields of peroxide
(IIT) and (1V) decreased; the yield of compound
(V) increased and was equal to 37%.

This can be accounted for the fact that the
starting oxetane has been exhausted, which was
achieved after 90 h of the process and the TBHP
excess subsequently reacts with compounds (I1I) and
(IV). Further increasing the catalyst content (basic
aluminium oxide) and the temperature (up to 35°C)
did not significantly affect the composition of reaction
mixture.
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Peroxides (IV, V) were used as starting compounds
to prepare nonionic polymerizable surface-active
peroxides (inisurfmers). The nonionic peroxy
surfactant with a polyethylene glycol fragment was
gained by the Williamson ether synthesis from
polyethylene glycol methyl ether (Me-PEG-350) and
bromo dihydroxyperoxide (IV) in the presence of a
phase-transfer catalyst [12] (Scheme 2).

The alkylation was carried out in a two-phase
system, the solution of the reagents in
dichloromethane-sodium hydroxide 50% solution in
water, at the temperature of 40°C. Tetrabutylammo-
nium iodide (TBAI) was used as a phase-transfer
catalyst. The reaction was completed in 3 h on the
whole under these conditions. The yield of compound
(VI) was 68%.

Peroxy bis-maleate (IX) was obtained in three
steps (Scheme 3).

At first, dimaleate (VII) was obtained by the
interaction of diperoxide (V) with 2 moles of maleic
anhydride in chloroform in the presence of catalytic
amount of triethylamine (TEA) at 35—40°C for 18 h.

At the next step, the reaction of dimaleate (VII)
with phosphorus trichloride yields intermediate acyl
chloride (VIII); it subsequently interacted with the
eight-fold excess of polyethylene glycol (PEG-300)

HO:><:Br + HO-(CH,-CHp-O); 5-CHy —2oH. TBAI
- - - - —_—
t-Bu 0O OH (CH2-CH-0)75-CH3

v

at 0—5°C in benzene with the use of TEA as a
hydrogen chloride scavenger; as a result, peroxy
surfmer (IX) was obtained. The application of a
mentioned high excess of PEG was necessary to avoid
the formation of oligomeric products due to the PEG
diacylation with the acyl chloride.

Acyl chloride (VIII) solution was dripped to
the PEG and TEA solution. Resulting inisurfmer
(IX) was purified by the repeated extraction with
butan-2-one from the aqueous solution. The yield
was 82%.

Oxetane diol (X) is of deep interest because it
as a polyfunctional reagent for the preparation of
organic compounds of different classes, viz., the
surfactants of various types. It was synthesized from
pentaerythritol according to the methods described
elsewhere [13,14].

Nonionic surfactant (XI) containing higher fatty
acid remains was synthesized according to the
Steglich esterification from oxetane diol (X) and oleic
acid in chloroform. 1,3-Dicyclohexylcarbodiimide
(DCC) and 1,4-diazabicyclo[2.2.2]octane (DABCO)
were used as a dehydrant and a catalyst, respectively.
This permitted obtaining diester (XI) practically with
a quantitative yield (Scheme 4).

The Steglich esterification was chosen because
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the oxetane cycle does not take effect with carboxylic
acids under such condition in contrast to the acid
catalysis.

Me-PEG-350 was used to introduce a nonionic
block into diester (XI) (Scheme 4). The oxetane
cycle was opened in toluene in the presence of
sulfuric acid as a catalyst at 0—5°C according to the
method described elsewhere [15]. The yield of the
goal surfactant was practically quantitative. It should
be noted that increasing the temperature and the
reaction duration caused the appearance of
oligomeric products in the reaction mixture.

Surface activity of the prepared compounds

The molecules of synthesized compounds (VI,
VII and XII) are composed of the hydrophilic and
the hydrophobic blocks with various lengtsh; thus
they can exhibit the properties of a typical surfactant.
We determined the surface tension of the synthesized
compounds (VI) and (XII) versus their
concentrations at an interface «aqueous solution—
air» at the temperature of 20°C (Figure).
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The isotherms of surface tension of aqueous solution containing
peroxy dihydroxy ester (VI) (1) and dioleate (XII) (2)

It can be seen that the isotherms of surface
tension for the compounds (VI) and (XII) are
different. The isotherm of surface tension of peroxy
diester (VI) (curve 1) has a linear shape in a semi-
logarithmic scale. The surface tension of the aqueous
solution decreases with an increase in the
concentration. This is due to the formation of
molecular solution up to the concentration which
corresponds to the saturated solution. This compound
forms a separate macrophase above that
concentration.

At the same time, monomer (XII) exhibits the

properties of a typical surfactant (curve 2). The more
the concentration increases, the less is the surface
tension. When the critical micelle concentration
(CMQ) is achieved, the surface tension does not
vary significantly. The inflection point for the
compound (XII) shows that the CMC equals
0.0017 wt.% or 1.77-107 mol dm™ and the surface
tension at the concentrations above the CMC is equal
to 28.9 mN m™'. A relative low CMC of the
compound (XII) is connected with the existence of
two oleic acid residues in the molecule which
enhance its hydrophobic nature. This decreases the
solubility of the monomer in water; that is why it
begins to form micelles at low concentrations.

Experimental part

We used chemically pure grade solvents and
they were glass-distilled prior to use. Pentaerythritol
was of the technical grade and used without any
purification. Triethylamine, oleic acid, sulfuric acid,
glacial acetic acid were chemically pure. DCC was
produced by «Alpha Aesar», DABCO was produced
by «Aldrich». Me-PEG-350 (with an average
molecular weight of 350 g/mol), PEG-300 (with an
average molecular weight of 300 g/mol) («Aldrich»)
were desiccated in vacuo at 80—100°C up to reach a
constant weight.

The individuality of the synthesized compounds
and the course of the reactions was controlled by a
TLC at the silica gel 60 F,;, («Merck») plates. H!
NMR spectra were recorded using the «Bruckner 150»
instrument in CDCI, at an operating frequency of
300 MHz; the concentration of samples was 5—10%,
hexamethyldisiloxan was an internal standard.
Molecular weights were determined by cryoscopy in
benzene, the surface tension of aqueous solutions of
the synthesized surfactants was determined by the
Du Noiiy method.

Pentaerythrityl dibromide (I) was obtained by
the reaction of 27.3 g (0.2 mol) of pentaerythritol
with 48% hydrobromic acid according to the
procedure described elsewhere [11]. The yield was
31.0 g, m.p. 110—111°C.

3-(Bromomethyl)-3-(hydroxymethyl)oxetane
(IT) was prepared by the interaction of sodium
ethanolate, which was obtained by dissolving of
0.64 g (0.028 mol) of sodium in 32 mL of absolute
ethanol, with 8.23 g (0.028 mol) of pentaerythrityldi-
bromide (I) in absolute ethanol according to the
procedure described elsewhere [11]. The yield was
7.63 g (68%), b.p. 141—142°C (1—-2 mm Hg).
Calculated for C;HyO,Br, %: C 33.17; H 5.01; Br
44.14. Found, %: C 33.12; H 5.0; Br 43.94. '"H NMR
(CDCL), 8, ppm: 2.85 (t, J=5.4 Hz, 1H, —OH),
3.89 (d, J=5.3 Hz, 2H, —CH,—0OH), 3.83 (s, 2H, —
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CH,—Br), 4.29, 4.34 (AB quartet, J=5.9 Hz, 4H,
CH,0, oxetane ring).

{3-[(tert-Butylperoxy)methyl]oxetan-3-
yl}methanol (IIT). The mixture of 2.0 g of aluminium
oxide, 9 mL of tetrahydrofuran and 0.202 g
(0.0025 mol) of TBHP was stirred for 2 min in argon;
0.135 g (0.0075 mol) of oxetane (IT) in 10 mL of
dichloromethane was added and additionally stirred
at 20°C for 84 h. 250 mL of ethanol was added and
placed into a refrigerator for 12 h. The suspension
was filtered using a silica gel layer and washed with
ethanol. The solvent was evaporated and
chromatography using silica gel (the eluent was
dichloromethane-diethyl ether mixture (5:1)) gave
0.64 g (45%), m.p. 16.0—17.5°C. Molecular weight:
found 190, calculated 201.5. Calculated for C4H,;0,,
%: C 56.82; H 9.54. Found, %: C 56.88; H 9.51. 'H
NMR (CDCl,), 8, ppm: 1.27 (s, 9H, C(CH,),), 2.88
(t, J=5.3 Hz, 1H, —OH), 3.89 (d, J=5.4 Hz, 2H, —
CH,—OH), 4.28 (s, 2H, CH,—OOC(CH,),), 4.31,
4.45 (AB quartet, J=5.8 Hz, 4H, CH,0, oxetane
ring).

2-(Bromomethyl)-2-(tert-butylperoxymethyl)-
propane-1,3-diol (IV) was prepared from 0.13 g
(0.0075 mol) of oxetane (II) and 0.20 g (0.0025 mol)
of TBHP by the procedure similar to that using for
the preparation of compound (III). The yield was
0.25 g (35%). Molecular weight: found 285,
calculated 287.17. Calculated for C4H,,Oq, %: C
37.64; H 6.67; Br 27.83. Found, %: C 37.71; H
6.60; Br 27.77. '"H NMR (CDCl,), &, ppm: 1.28 (s,
9H, (CH,),C—), 2.62 (t, J=7.2 Hz, 2H, —OH), 3.45
(d, J=7.3 Hz, 4H, —CH,—OH), 3.86 (s, 2H, —CH,—
Br), 4.81 (s, 4H, —C—CH,—00).

2,2-Di[(tert-butylperoxy)methyl]propane-1,3-
diol (V) was prepared by the method similar to that
using for the preparation of compound (III) from
0.404 g (0.005 mol) of TBHP and 0.23 g (0.00125 mol)
of oxetane (II) in 9 mL of tetrahydrofuran at 20°C
for 230 h. The yield was 0.25 g (37%), m.p. 29—
30°C. Molecular weight: found 283, calculated
280.36. Calculated for C,;H,3O4, %: C 55.69; H 10.07.
Found, %: C 55.83; H 10.11. '"H NMR (CDCl,), 3,
ppm: 1.27 (s, 18H, —C(CH,),), 2.61 (t, J=7.6 Hz,
2H, —OH), 4.05 (d, J=5.6 Hz, 4H, —CH,—OH),
4.81 (s, 4H, —C—CH,—00-).

Monoether (VI). The solution containing
5.25 g (0.015 mol) of Me-PEG-350 and 0.2 g of
TBAI in dichloromethane was mixed with 1.5 mL
of 50% sodium hydroxide solution in water for 30 min;
then, 4.30 g (0.015 mol) of dihydroxybromoalkyl
peroxide (IV) was added and stirred for 2.5 h at
40°C. The aqueous phase was extracted with
dichloromethane and the solvent was evaporated.

The yield of the purposive monoether was 11.73 g
(68%). Molecular weight: found 1150; calculated
1150; d;° 1.0850; nj 1.4427. Calculated for
C6Hgs,0,, 5, %: C 44.45; H 7.67. Hydroxyl number
97.39. Found. %: C 45.62; H 7.51. Hydroxyl number
97.4. 'H NMR (CDCl,), 5, ppm: 1.02 (s, 3H, —O—
PEG—CH,), 1.28 (s, 9H, —C(CH,),), 2.61 (t, J=8
Hz, 2H, —OH), 3.42—3.44 m (=30H, PEG chain),
4.05 (d, J=8 Hz, 2H, —CH,—OH), 4.81 (s, 4H, —
C—CH,—0-).
2,2-di[(tert-Butylperoxy)methyl]-
trimethylenedimaleate (VII). 1.07 g (0.0109 mol) of
maleic anhydride was added to the solution
containing 1.53 g (0.0054 mol) of dihydroxyperoxide
(V) and 0.01 g of TEA in 50 mL of chloroform. The
mixture was kept for 18 h at 35—40°C. The solvent
was evaporated and the residue was recrystallized
from ethyl acetate to give 2.23 g (67%) of the
diperoxydimaleate. Molecular weight: found 483,
calculated 476.47. Calculated for C, H;,0,,, %: C
52.94; H 6.77. Found, %: C 53.02; H 6.70. 'H NMR
(CDClL,), 8, ppm: 1.20 (s, 18H, —C(CH,)5), 3.49 (s,
4H, (CH,);—00—CH,—), 3.65 (d, J=8 Hz, 4H, —
C—CH,—0—C(0)—C), 6.43 (dd, J=7.3 T'u, 4H,
CH=CH-), 10.32 (s, 2H, —C(0O)—OH).
Acyl dichloride (VIII). The solution containing
2.11 g (0.0045 mol) of diperoxydimaleate (VII) in a
dichloromethane-dimethylformamide mixture was
treated with 4.94 g (0.036 mol) of PCl, at stirring at
the temperature of 0—5°C and kept at room
temperature for 12 h. The phosphorous acid was
discarded and the solvent was evaporated. The yield
of the acyl dichloride was 2.07 g. The obtained
product was further used without any purification.
Surfmer (IX). The solution containing 4.80 g
(0.016 mol) of PEG-300 and 0.21 g (0.0021 mol)
TEA in 20 mL of benzene was treated with 1.06 g
(0.002 mol) of acyl dichloride (VIII) at 5°C. The
mixture was stirred for 7 h, heated to a room
temperature and additionally kept for 14 h. The
settled triethylammonium chloride was filtered away;
the solvent evaporated and 25 mL of water was added.
The surfmer was isolated from the PEG excess by
the extraction with butan-2-one at 80°C. The
evaporation of the butan-2-one gave 1.7 g of the
surfmer (82%). Molecular weight: found 975.35;
calculated 1039.2. Calculated for C,(Hg;,0,,5, %:
C 53.81; H 8.01. Found, %: C 52.97; H 7.87. 'H
NMR (CDCl,), 8, ppm: 1.20 (s, 18H, (CH;),C—),
3.49 (s, 2H, (CH;);—00—CH,—C-), 3.65 (s, 2H,
—C—CH,—0-), 3.6 (m, ~25H, PEG chain), 6.31
(dd, J=7.3 Hz, 4H, —CH=CH-).
3,3-di(Hydroxymethyl)oxetane (X) was
obtained from 13.0 g (0.23 mol) potassium hydroxide

Synthesis of surface-active monomers and peroxides on the basis of disubstituted oxetane
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and 39.8 g (0.2 mol) 2-(bromomethyl)-2-(hydroxy-
methyl)propan 1,3-diol according to the procedure
described elsewhere [14]. The yield was 14.0 g of
the purposive product. B.p. 136—139°C (1—2 mm
Hg). (Lit. b.p. 128°C (0.4 mm Hg, [14])).'"H NMR
(CDCl,), 8, ppm: 3.75 (t, J=5.9 Hz, 2H, CH,OH),
4.27 (s, 4H, CH,O oxetane ring), 4.54 (d, J=5.9
Hz, 4H, CH,OH).

3,3-di-(cis-9-Octadecynoyloxymethyl)oxetane
(XI). The solution containing 10.3 g (0.05 mol) of
DCC in 30 mL of chloroform was added to the
solution containing 14.2 g (0.05 mol) of oleic acid
in 20 mL of chloroform at 5°C; the mixture was
stirred for 1 h and dripped to the solution containing
2.95 g (0.025 mol) of dihydroxymethyloxetane (X)
and 1.0 g of DABCO in 15 mL of chloroform. The
reaction mixture was agitated for 2 h at 5—20°C; the
settled dicyclohexylurea was filtered away and the
solvent was evaporated to give 16.1 g of the purposive
product. The yield was practically quantitative.
Molecular weight: found 657; calculated 647.
Calculated for C,H,,05, %: C 76.11; H 11.53.
Found, % :C 76.41; H 11.98. 'H NMR (CDCl,), 3,
ppm: 0.89 (t, J=6.9 Hz, 6H, —(CH,),CH,), 1.35
(m, 40H, aliphatic —CH,—), 1.63 (m, J=7.1 Hz,
4H, —CH,—CH,—C(0)—), 2.01 (m, 8H, —CH,—
CH=CH—-CH,-), 24 (t, J=7.1 Hz, 4H, —CH,—
C(0)—), 3.65 (s, 4H, —O—CH,—C-oxetane chain),
4.45 (s, 4H, —CH,—0O-oxetane ring), 5.3 (ddd, J=5.1,
3.7, 1.5 Hz, 4H, —CH,—CH=CH—-CH,—).

2-(Hydroxymethyl)-2-(ow-methylpoly-
ethyleneglycoloxymethyl)propane-1,3-diyl dioleate
(XII). 0.025 mL of concentrated sulfuric acid was
added to the solution containing 5.25 g (0.015 mol)
of Me-PEG-350 and 10.0 g (0.015 mol) of diester
(XI) in 20 mL of toluene at 0—5°C; the mixture was
and stirred for 24 h. The sulfuric acid was neutralized
by sodium carbonate and the precipitate was
centrifuged. The solvent was evaporated to give 14.5
g of the purposive surfactant. The yield was practically
quantitative. Molecular weight: foud 994; calculated
972.2. Calculated for Cy, ;H 4430,5,, %: C 67.15; H
10.99. Found, %: C 67.57; H 10.45. '"H NMR
(CDCL), &, ppm: 0.89 (t, 6H, —(CH,),CH,), 1.02
(s, 3H, —O—PEG—CH;), 1.27—1.35 (m, 40H,
aliphatic —CH,—), 1.63 (m, 4H, —CH,—CH,—
C(0)—), 2.01 (m, 8H, —CH,—CH=CH—-CH,—), 2.4
(t, 4H, —CH,—C(0)—), 3.42—3.44 (m, ~29H, PEG
chain), 3.75 (t, 1H, CH,0OH), 4.05 (d, 2H, —CH,—
OH), 5.34 (m, 4H, —CH=CH-).

Conclusions

We synthesized a series of novel nonionic
surfactants based on pentaerythritol, the products of
its transformations and disubstituted oxetanes,

including those containing peroxy groups. The
isotherms of surface tension at an air—aqueous
solution interface were plotted for the obtained
compounds; the CMC was determined.
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CHUHTE3 IIOBEPXHEBO-AKTUBHUX MOHOMEPIB I
IIEPOKCHAIB HA OCHOBI JU3AMIIIIEHNX
OKCETAHIB

K.I. Kysneuosa, B.b. Bocmpec, P.1. @aeiiuyk, O.1. T'egyco

CuHme308aHo HU3KY HOBUX NOBEPXHEB0-AKMUBHUX PEUOGUH
(ITIAP) na ocnogi noxionux nenmaepumpumy ma 3,3-0usamiujeHux
okcemanie. 3okpema, npu 63aemooii 6pomoemicHo2o dueiopokcuan-
Kianepokcudy — NOXiOH020 NeHmaepumpumy 3 MOHOMEMUAOBUM
eqhipom noniemuneHeniKonto 00epiucaHo HeuoHOLeHHYy NepoKcudo-
emicny I[IAP 3 noniemunenenikonresum gppaemenmom. llnsxom no-
cnidosHux nepemeopens 2, 2-0uf (mpem-6ymuanepoxcu)memun [npo-
nau-1,3-diony uepez cmadito ymeopenHs oumaneinamy 3a oboma
2I0POKCUNBHUMU 2PYNaMU, NOOAAbUUM 00ePICAHHAM OUXAOPOAH-
eidpudy ma iioeo 63aemodicro 3 noaiemuneHeaikosem odepicanu
YinboBULL NePOKCUAOBMICHULL NOBEPXHEBO-AKMUBHO20 MOHOMED PAOY
HecumempuuHux ecmepie maneinoeoi kucaomu. I[1AP neilionocenHO-
20 muny, aKa Micmums y CKAA0i MOACKYAU 3AAUMKY BULUX KAPOO-
HOBUX KUCAOM MA noaiemuaeHenikoreguil gopaemenm, odepicysanu
emepugikayicto 0uciOpoKcU3amiyeHo20 0KCemary 0AeiH08o Kuc-
JA0MOI0 MA HACMYRHUM PO3MUKAHHAM OKCeMaH08020 YUKy odep-
HCaHo20 duecmepy MOHOMEMUAOGUM epipom NOAIeMUAEH2AIKONI0.
3’scosano enaue ymoe npomikanHs peakyii Ha euxio i ckaad npo-
dykmie 63aemo0ill. BusHaveno 3aneicHocmi nogepxne8oeo Hamsey
600HUX po3uuHie odepucanux [1AP 6i0 konyenmpayii ma 3navenHs
KPUMUYHUX KOHUCHMPAYIT MiYea0yYMBOPEHHS.

KiouoBi cii0Ba: TIeHTaepuUTPUT, AM3aMIlllEHi OKCEeTaHW,
MEepOKCUIOBMiCHI TIOBEpXHEBO-aKTHUBHI MOHOMEDH,
MOHOETHUJIOBUI €Tep TOJTieTUIICHTJIIKOIIO, TTOBEPXHEBO-aKTUBHI
PEYOBUHU.

SYNTHESIS OF SURFACE-ACTIVE MONOMERS AND
PEROXIDES ON THE BASIS OF DISUBSTITUTED
OXETANE

K.I. Kuznetsova, V.B. Vostres, R.I. Fleychuk *, O.1. Hevus
Lviv Polytechnic National University, Lviv, Ukraine
* e-mail: romanfleych@gmail.com

A series of novel surfactants on the basis of pentaerythritol
derivatives and 3,3-disubstituted oxetanes basis was synthesized.
Among other substances, a nonionic peroxy surfactant containing a
polyethylene glycol fragment was prepared by the interaction of bromo
dihydroperoxide (a pentaerythritol derivative) with polyethylene glycol
methyl ether. The consequent transformations of 2,2-dif(tert-
butylperoxy)methylpropan- 1,3-diol, through the stages of the
Jformation of dimaleate with the participation of two hydroxyl groups,
the formation of acyl dichloride and a further reaction with
polyethylene glycol, yields a goal peroxy surface-active monomer
belonging to asymmetric esters of maleic acid. A nonionic surfactant
containing a residual of higher fatty acid and a polyethylene glycol
[fragment was prepared by the esterification of a dihydroxy substituted
oxetane with oleic acid and the subsequent oxetane ring opening of
the obtained monoethylated polyethylene glycol diester. The effects
of the reaction conditions on the yield and the composition of
interaction products were investigated. The dependences of the surface
tension of aqueous solutions of the obtained surfactants on their
concentrations were established; the values of critical micelle
concentrations were determined.

Keywords: pentaerythritol; disubstituted oxetanes;
inisurfmer; polyethylene glycol methyl ether; surfactants.
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