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Fig. 2: Scanning electronic microscopy from BSA nanoparticles with magnification of 50000 
 

 
 
Fig. 3: Effect of ethanol addition rate on nanoparticle size 
 

 
 
Fig. 4: Effect of initial BSA concentration on nanoparticle size 
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Fig. 5: Effect of glutaraldehyde concentration on nanoparticle size 
 

 
 
Fig. 6: Effect of pH of BSA on nanoparticle size  
 

 
 
Fig. 7: Effect of agitation speed on nanoparticle size 
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